
http://www.sciencedirect.com/science/journal/02578972
https://www.elsevier.com/locate/surfcoat
https://doi.org/10.1016/j.surfcoat.2018.10.011
https://doi.org/10.1016/j.surfcoat.2018.10.011
mailto:Luiza.bonin@umons.ac.be
https://doi.org/10.1016/j.surfcoat.2018.10.011
http://crossmark.crossref.org/dialog/?doi=10.1016/j.surfcoat.2018.10.011&domain=pdf





















	The tin stabilization effect on the microstructure, corrosion and wear resistance of electroless NiB coatings
	Introduction




